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Acrylic Transparency
LOW HIGH

Stability
LOW HIGH

Chemical Resistance
LOW HIGH

Strength
LOW HIGH

Polyethylene

PVC

PolycarbonateHeat Resistance
LOW HIGH

Impact Resistance
LOW HIGH

Pliability
LOW HIGH

Cost
LOW HIGH

Cost
LOW HIGH

Absorption
LOW HIGH

Ductility
LOW HIGH

Strength
LOW HIGH

PolysulfoneStrength
LOW HIGH

Heat Deflection
LOW HIGH

Thermal Stability
LOW HIGH

Electrical Resistance
LOW HIGH

Availability
LOW HIGH

Impact Resistance
LOW HIGH

Chemical Resistance
LOW HIGH

Heat Stability
LOW HIGH

ABSImpact Resistance
LOW HIGH

Structural Strength
LOW HIGH

Chemical Resistance
LOW HIGH

Weatherability
LOW HIGH


